PolymersData

avaidll UL as )9 -https://www.polymersdata.com/ar/product/alphagary-sbc-evoprenetm
(TDS) /If-6158

sales@su-jiao.com

Evoprene™ LF 6158

SBC azall AlphaGary &isooll
paill jals - jé4i0 alldl - adloll 65luJl
Giioll 909 I

LdMSe ol ludl daclual HSBC (e aoilall Evoprene™ TPE LS j0 (o (pi€gozxo sliw] oi
89loi a5l ol luwdl wlilail duwliog 132 dmanio aulus aslas o Sy lawas pouas
i Laiy SAE J1756 lLisoll Bég awwlSaVl ayluall jLis| wlllhis go Evoprene™ LF wls )
Uslizall ol )bl grivas Juas, .DIN 75201B &y joll auluall )Lze Evoprene™ GF wls >
oo Uslazxall Jiinall jadsdl asi e oin ™EVOpPrene wlbS o gra> e aalixe 5,b
axllaall Laslass sVl o Bl By jo 995 illy a3l Jl TPE (HSBC) 7 agell oyl
Sl wlaze e lgihy ol wlo)all groz Hi> oSay -slow 3> e hludl (R lsos aosaal
S 5 oSay -l aslxll ™Evoprene axlles alol 9 alolSIl Juolail 4941 - awwlall &l =l
LYl plasiwl 0o e I3laic] il $59 aziY doglio o dtlize wlgima LS all
oSaz 9wIl gl sapmi )l ollalsll aub JSi ol budei et b 8ol lel > (2 .6 lad] (29
oldoe (8 lezli] 2ic 83330 wlluw wlllais) GF g Evoprene™ LF LS 1o ololl i lao
sl o2 Lo ] )1, 6 piime US4l 03n ol s Lall esladl wllis| glai . Jobol aiS po Jyruins
olislidly l)ludl (8 alxuell 8,0l wls)a) ioVls uadVl axdl e

aniall wlawlgall |

aole wloglno
LVl ool plaill Siall pllaill anolall
- b linio I yikino jodos ol jaall

- bz axdleo allbld
- x> sl ols
- P93z0 | paRio L



S Las VI Soslol ol plaill Siall plaill oLl

- obludl wlaulas w ooz VI
- oblyu.LU a+L'>I> s|)'.?i
- whlud) adsl 49,5

- 635 yo 8olo
- SAE J1756 alSoll wlaviuai
- azivaol| &S udl Jasl RoHS J JLuLVI
- ol selaall
- 6 599iall OlglVI
- u&uJa UsJ
- Pellets JISw VI
- oexll adgd
anslijaall yolg=ldl
SLas VI Soslol oYl plaill Sriall plal anso Ll
ISO 1183 - g/cm3 0.830-0.930 asLsII
ISO 868 - 85 Jgais aslo
axSulSoll yolg=xdl
SJLisVl s,ebluel plladl (s uall pllaill anso Ll
Internal Method - % 85 (Tensile Set) »uull acgoxo
IS0 37 psi 1334.35 MPa 9.20 awiall 5lg>]
15037 psi 2393.13 MPa 16.5
IS0 37 - % 530 aiadl adUosiaw |
ISO 34-1 - Yol 699
. - kN/m 100
- kN/m 110



axSulSaall yolgall

LLisVl soslboluoVl pllaidl s iall plaill anolll

ISO 815 -

UsuJl UsuJl
LusVI i o

- Soslol oYl Siall
ISO 188 - % 2.0
ISO 188 - % 8.0-
ISO 188 - 0.0
F° 338.0 C° 170
ISO 188 - % 0.70-
ISO 188 - % 2.2-

JLasVI SosleloYl elaidl

DIN 75201B )

SAE J1756
sLasVI SosleloYl elaill

Multiple Standards -

losall ac gomo
% 41
% 58

eolasl

clogll 9 axiadl 595 (n9 yasill

9 anSIl ais sl Jlrdil w8 asil
clggll

slogll (59 yoais asduo (9 yasill

6 paianall Lladl 5,101 a> 5 aoglés
slogll (9 Jolall (9 asill

clogll 9 pzzll 9 usill

Jlrinu MW allally asl eIl yolgxl
Siell plaill amo LI

(Fogging) wluall

mg 1.0

% 89
mm/min 51 C1BVEA ] I FE S
s>l
sriell plaill amo Ll
2.00 assl Il cavias
0.00 V99Vl asglis



a, Ll golg=ll
SLasyl SosloluoVl plsill Sioll pUaill anolll

ASTM D746 Fe 47.2- C° 44.0- awlingll 6,15 a> >

S uiw I g Slgriviv aS 0 & Shanghai Susheng Import
62923ull juauaillg .Export Co., Ltd

Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian :ylgisll / Address
District, Shanghai 201400, P.R.China

(&2 95 2uudl) Mr. Zhao Yong / Contact
:Jsé.ul-ojl
sales@su-jiao.com 13u 4l / Email

www.polymersdata.com :eaé$g0ll / Website

86-134-2475-5533+ :Jlg=Jl / Mobile

Lile Gloo JSiw Vg arzigesi osd cob 85530l puddl .azbiadl apddl bl wasl ole £l WT xiimol| Lo slis] o5



	Evoprene™ LF 6158

