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TUFLIN™ HS-7046 NT 7
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Ibf 12.0
Ibf 19.0

psi 28427.45
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psi 32053.4
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psi 1885.49
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g/cm3 0.919

g/10 min 1.0
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N 53.4
N 84.5

J/cm3 25.2
J/lcm3 17.9

J/cm3 303
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MPa 196
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MPa 11.8
MPa 13.0
MPa 14.4
MPa 64.8
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psi 7599.99 MPa 52.4
psi 7774.04 MPa 53.6

ASTM D882 - swiadl & Uniawl
ASTM D882 i % 610
ASTM D882 % 800

ASTM D882 ) °
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ASTM D1709A 0z 3.88 g 110

ASTM D1709B
ASTM D1709A - 9
ASTM D1709B 0z 12.34 g 350
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ASTM D1922 0z 13.05 g 370
ASTM D1922
ASTM D1922 oz 33.51 g 950
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