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TUFLIN™ HS-7094 NT 7
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Ibf 6.99
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g/cm3 0.930

g/10 min 0.80
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N31.1
N 66.7

J/cm3 8.36
J/lcm3 7.03

J/cm3 300
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MPa 302
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psi 6468.69 MPa 44.6
psi 6889.31 MPa 47.5
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