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- g/cm31.19
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psi 6671.75
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psi 9717.55

ft-lb/in 1.12
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MPa 46.0
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% 5.0
% 4.0
% 310
% 210

MPa 1900
MPa 1750

MPa 64.0
MPa 67.0

J/m 60
J/m 370
kj/m? 6.3
kJ/m2 30
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