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Generic Acrylic (SMMA)
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LSVl s 5lbl el pladl Soiall pUail auolxll
ASTM D792 - g/cm31.04-1.09 wsgildl ujgll
ASTM D1238 - g/10 min 0.40-2.5 (MFR) ,g9g00ll aliS §935 Jo=o
ASTM D955 - % 0.40-0.41 el Gl
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ASTM D638 psi 500381.1 - 413358.3  MPa 2850-3450 il Jolno
ASTM D638 psi 9398.46 - 725.19  MPa 5.00-64.8 axiadl 696
ASTM D638 - % 2.1-21 il alUssianl
ASTM D790
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gAY SosleloYl plaidl sSriall plail aso LI
psi 490228.44 - 262518.78  MPa 1810-3380 sliuVl Joleo

ASTM D790 psi 14648.84 - 14344.26 MPa 98.9-101 sliuVl 698
ASTM D256 ft-Ib/in 0.6368 - 0.2997 J/M16-34 & m0ll 29 ] aoase
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ASTM D648 F° 197.96 - 152.96 C°67.2-92.2  Jasdl casi wlsuVl 6,15 a>,0

ASTM D1525 F° 222.8 - 206.78 C° 97.1-106 wlShs gl 6,5 a0
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ASTM D1003 - % 89.0-92.8 asslaidl
ASTM D1003 - % 0.30-1.0 (Haze) auluall
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