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U-polymer P-1001

UNITIKA Plastics
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ASTM D792
ASTM D955
ASTM D570

ASTM D785
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ASTM D638
ASTM D638
ASTM D790
ASTM D790
ASTM D695

ASTM D256
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psi 10007.62

psi 304579.8
psi 11893.12
psi 11748.08

ft-lb/in 4.87
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Pellets

Soiell plaill
- g/cm3 1.21
- % 0.80
- % 0.26

- 123

Ssiell pUaill
MPa 69.0

% 65

MPa 2100
MPa 82.0
MPa 81.0

J/m 260
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ASTM F° 347.0
D648
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SVl soslel eyl elail Ssiall plaidl
ASTM D257 - 2.0E+16 ohms:cm
ASTM D149 - kV/mm 31
ASTM D150 - 3.00
ASTM D150 - 0.010
ASTM D495 - sec 127
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F° 284.0 - 248.0 C° 120-140
- hr 6.0-8.0
F° 590.0 C° 310
F° 644.0 C° 340
F° 662.0 C° 350
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LVl SoslelaYl plail Soiall pUail
F° 680.0 C° 360

F° 266.0 C° 130

psi 19870.21 MPa 137

psi 142.28 MPa 0.981
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Shniaw M ginivgaw Slgrivv aS & Shanghai Susheng Import
63922wll juauaillg .Export Co., Ltd

Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian
District, Shanghai 201400, P.R.China
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