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Adell Polyamide AR-77
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psi 24801.5 MPa 171
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psi 1274884.02 MPa 8790
psi 36984.69 MPa 255
psi 35534.31 MPa 245
ft-lb/in 1.7 J/m 91

F° 480.2
F° 480.2

C° 249
C° 249
F° 519.8 - 489.2 to 271 °C 254
- 2.2E-5 cm/cm/°C

- W/m/K 0.43
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