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DELPET™ FILB72

Acrylic
(PMMA)
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Internal Method -

% to 0.60 0.20

ISO 62 - % 0.30
ISO 2039-2 - 100
casi gugy  Jljaosl piaiaw Koo e
ISO 527-2/1A/1 psi 478625.4 MPa 3300
ISO 527-2/1A/5 psi 11167.93 MPa 77.0
ISO 527-2/1A/5 - % 6.0
ISO 178 psi 478625.4 MPa 3300
SO 178 psi 18854.94 MPa 130
ISO 179/1eA ft:Ilb/in2 0.6661 k]/m? 1.4
ISO 179/1eU ft-lb/in2 10.47 kJ/m2 22
Cansi 09 Jlaoul piasan S yio @ianiran
ISO 306/B50 F° 228.2 C° 109
ISO 75-2 F°212.0 C° 100
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China
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