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- g/cm?3 0.955

- g/10 4.0

min

g9/10 min 12

- cm 63.5

JUroul puianran

psi 3625.95
psi 3916.03

psi 123282.3

ft:Ib/in? 40.44

F° 262.4

hr 10.0

% 2.6

65

MPa 25.0
MPa 27.0

%
MPa 850

kJ/m? 85.0

C° 128
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