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ASTM D1525

Internal method
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mil 2.01

psi 1929.01
psi 1682.44
psi 3596.94

psi 3829.0

0z 8.82

0z 10.58
oz 7.05

) | PRV RPN
F° 203.0

F° 231.8

g/cm3 0.923

g/10 min 0.25

Mm 51

J/cm3 3.64

J/cm3 135
J/cm3 186

MPa 13.3
MPa 11.6
MPa 24.8
MPa 26.4

% 330
% 620

g 250

g 300
g 200
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