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ASTM D792

ASTM D1238

g/cm3 0.918

g/10 min 12

0.60

C° 105

- g'mm/m?/atm/24 hr 0.71
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ASTM D1525 F° 192.02
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in1.9

mil 0.2992

Ib/ft2 0.001331

C° 88.9

C° 107

ce

mm 48.3
m/sec 8.2
MM 7.6

g/m? 6.5
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