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DOWLEX™ NG 5085B

The Dow Chemical

LLDPE i ai 23Sl gi
Shu aiawd Company o sl 9o
oolel - 59> .
I f: R0 9 - o

<lyd

Suslid o aS cawl oSI-1 jaulisS (oS B2 L wlas olsl Ly S DOWLEX™ NG 5085B

L olas s olul b e e sig gvjlog cubB o)) ol 2940 o 2dgi SOLUTIONTM
e Suilso yolss b s o 9 3l sl ool 399 cuslaiv g cudly g 3,1 WJeazo a5 N>
ol cuiral shy s tibol sl Sius 23S o lra> |, DOWLEX sy ) sais ol enblils o

5 w8l b ol 0o ST oo slu ol o5 crolio L alid poo 9 sge 9 0205 by o9 sy
wlsjz slw U.S. FDA 21 CFR 177.1520 (c) 3.2a EU, No 10/2011 :L s:las YU cudlod

.)+iqu_?|).oo|J).ii.oa.;_JalS

- (ppm 2500) Youv a>glS 3o Jole wudg ol
- (ppm 1000) oxij& Jole

- 03 Jwul

3)|1a:u}.ao



. i g9y

ASTM D792

ASTM D1238

s gu g

Internal method

ASTM D882
ASTM D882
ASTM D882
ASTM D882
ASTM D882

ASTM D882
ASTM D882
ASTM D882

ASTM D1709A

ASTM D1922
ASTM D1922
ASTM D1922

. 5

ASTM D2457

ASTM D1003
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psi 1174.81
psi 1493.89
psi 3741.98
psi 3553.43

0z 16.58

0z 38.8
0z 42.32

g/cm30.918

g/10 min 1.3

J/cm2 9.60

MPa 8.10
MPa 10.3
MPa 25.8
MPa 24.5

% 720
% 730

g 470

g 1100
g 1200
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