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ASTM D1525
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ASTM D2457

ASTM D1003
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mil 0.9843

psi 1885.49
psi 1885.49
psi 6236.63
psi 4061.06

0z 1.23
0z 22.57
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F° 244.4

g/cm3 0.935

g/10 min 2.6

pm 25

MPa 13.0
MPa 13.0
MPa 43.0
MPa 28.0

% 700

% 830

g 35
g 640

C° 118
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