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Elasthane™ 80A

TPU-Polyester
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ASTM D792

ASTM D1238

ASTM D955

ASTM D2240
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ASTM D1708

ASTM D1708

ASTM D1708

ASTM D790

ASTM D790

ASTM D395
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ASTM D1525

ASTM E831

JUresl pinapn S io piairan
- g/cm31.12
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- % 4.5
- % to 2.0 0.0

- 82
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psi 6352.66 MPa 43.8
psi 1379.31 MPa 9.51
psi 845.57 MPa 5.83
psi 526.49 MPa 3.63
- % 600

psi 5221.37 MPa 36.0
psi 224.81 MPa 1.55
- % 23

F°212.0 C° 100

- 1.8E-4 cm/cm/°C
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