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Delrin® 127UVE NCO010

Acetal (POM)
Copolymer
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i | PPV R
psi 420610.2

psi 10297.7

psi 406106.4

ft-lb/in? 4.76
ft-lb/in? 6.66

ft:Ib/in2 161.77
ft-Ib/in2 185.56

i | VOV R
F° 195.8
F° 320.0

F° 352.4

g/cm3 1.42
g/10 min 2.5

cm3/10min 2.10

% 1.9
% 2.1

MPa 2900
MPa 71.0

% 28
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k)/m2 10
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kJ/m2 340
kJ/m2 390

C°91.0
C° 160

C° 178
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ISO 11359-2 ) -
) - 1.2E-4 cm/cm/°C
_ - 1.1E-4 cm/cm/°C
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VDA 275 - mg/kg (Emission) Lawil
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