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Drystar™ 0113

Eastman Chemical
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ASTM D792
ISO 1183

ASTM D955

ASTM D570, ISO 62

ASTM D785
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ASTM D638
ISO 527-2
ASTM D638
ISO 527-2

ASTM D638
ISO 527-2
ASTM D638
ISO 527-2

ASTM D790
ISO 178
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psi 7251.9
psi 7251.9
psi 4061.06
psi 4061.06

psi 304579.8
psi 290076.0
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g/cm3 1.27
g/cm3 1.27
% to 0.50 0.20

% 0.13

MPa 50.0
MPa 50.0
MPa 28.0
MPa 28.0

% 4.3
% 4.2
% 110
% 60

MPa 2100
MPa 2000
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f;ﬁm psi 9862.58 MPa 68.0
psi 10152.66 MPa 70.0
- % to2.01.0
- % to 2.0 1.0
ﬁm B;gg ft-Ib/in 0.693 J/m 37
ISO 180 ft-lb/inz 2.0 k)/m2 4.2
ft:lb/inz 2.95 kJ/m? 6.2
ASTM D4812 -
- S D9
- S O9u
ISO 6603-2 -
- ] 13.0
- ] 12.0
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pmeesena s o700
’ ' F° 147.2 C° 64.0
IASSOT|\3/|012/18525, ISO 306/A 4 F° 185.0 C° 85.0
F° 168.8 C° 76.0

J/kg/°C 1300
J/kg/°C 2000

W/m/K 0.19
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ASTM D257 - 1.0E4+16 ohms wdouw o jug caoglio

ASTM D257 - 1.0E+15 ohms:cm o> o g taoglio

ASTM D149 - kV/mm 16 K EPHLY IR L

ASTM D150 - SiSIless el
- - 2.60
- 2.40

ASTM D150 - (Dissipation Factor) «lali «u o
. - 5.0E-3
- 0.017

ASTM D495 - sec 158 eSSl Gugd caoglis
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F° 158.0 C° 70.0 0,3 Suuns sloo

- hr 6.0 VLS S ol

F° 518.0 - 482.0 to 270 °C 250 (w95) 2izl,9 slas

F°104.0 - 59.0 to 40.0 °C 15.0 Js sbeo
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China
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