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Eastar™ BR203
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ASTM D638
ISO 527-2
ASTM D638
ISO 527-2
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ISO 527-2
ASTM D638
ISO 527-2

ASTM D790
ISO 178

ISO 178
ASTM D790

ASTM D256
ASTM D256
ISO 180
ISO 180

ASTM D4218

ASTM D3763
ASTM D3763
ISO 6603-2
ISO 6603-2
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psi 6671.75
psi 6816.79
psi 7687.01
psi 7106.86

psi 275572.2
psi 253816.5

psi 9282.43
psi 9717.55

ft-lb/in 1.12
ft-lb/in 6.93
ft-lb/in? 3.0
ft:Ib/in2 14.27

MPa 46.0
MPa 47.0
MPa 53.0
MPa 49.0

% 5.0
% 4.0
% 310
% 210

MPa 1900
MPa 1750

MPa 64.0
MPa 67.0

J/m 60
J/m 370
kJ/m? 6.3
kJ/m2 30
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ASTM D648, ISO 75-2/B F° 163.4 C° 73.0

P F° 149.0 C° 65.0
F° 150.8 C° 66.0
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- % 91.0
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F° 158.0 C° 70.0 0 Sains slbeo
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F° 554.0 - 482.0 to 290 °C 250 (w93) aisl,9 sloo
F° 86.0 - 59.0 to 30.0 °C 15.0 s sbeo
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