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ASTM D792
ISO 1183/D

ASTM D785
ISO 2039-2
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ASTM D638, ISO 527-2
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- g/cm3 1.33
- g/cm3 1.33
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psi 348091.2 MPa 2400

psi 8412.2 MPa 58.0
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ISO 527-2

ASTM D638, ISO 527-2

ASTM D638, ISO 527-2

ASTM D790
ISO 178

ISO 178
ASTM D790

ASTM D256
ASTM D256
ISO 180/1A
ISO 180/1A

ASTM D4218
ASTM D4218

ASTM D4218,

180/1U

ASTM D4218,

180/1U
ISO 180/1U
ISO 180/1U

ASTM D3763
ASTM D3763
ASTM D3763
ASTM D3763
ISO 6603-2
ISO 6603-2
ISO 6603-2
ISO 6603-2

ISO

ISO
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psi 8267.17
psi 3625.95

psi 362595.0
psi 333587.4

psi 11167.93
psi 12183.19

ft:Ib/in 0.5057
ft:Ib/in 0.7492

ft:Ib/in? 1.47
ft:Ib/in2 2.14

ft-Ib/inZ 80.89
ft-Ilb/inz 90.4

S pio
MPa 57.0
MPa 25.0

% 120

MPa 2500
MPa 2300

MPa 77.0
MPa 84.0

J/m 27
J/m 40
k)/m2 3.1
kj/m2 4.5

S (OB
oSl 90
Sl g
Sl g
kJ/m2 170
kJ/m2 190

J 1.60
] 2.10
] 26.0
J 31.0

J 0.800
J 1.00
J 15.0
] 18.0
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ASTM D648, ISO 75-2/B F° 156.2 C° 69.0
ASTM D648, ISO 75-2/A F° 1490 C° 65.0
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ASTM D1003 - % 84.0 (Transmittance) ,g; ,gx¢
ASTM D1003 - % 1.0 (Haze) w928
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