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Eastar™ GNO71, Natural

Eastman Chemical
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ASTM D955

ASTM D785
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ASTM D638
ISO 527-2

ASTM D638
ISO 527-2
ASTM D638
ISO 527-2

ASTM D638
ISO 527-2
ASTM D638
ISO 527-2

ASTM D790
ISO 178

ASTM D790
ISO 178

ASTM D256
ASTM D256
ISO 180
ISO 180

ASTM D4218

JUroul puanran

psi 294427.14
psi 290076.0

psi 7251.9
psi 6961.82
psi 4351.14

psi 4206.1

psi 208778.28
psi 304579.8

psi 9862.58
psi 9717.55

ft-Ib/in 0.7492
ft-lb/in 2.06
ft:Ib/in2 2.09
ft-lb/in? 4.47

% to 0.50 0.20

108

MPa 2030
MPa 2000

MPa 50.0
MPa 48.0
MPa 30.0
MPa 29.0

% 4.4
% 4.0
% 180
% 200

MPa 2060
MPa 2100

MPa 68.0
MPa 67.0

J/m 40
J/m 110
kj/m? 4.4
k)/m2 9.4
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ASTM D648, ISO 75-2/B
ASTM D648, ISO 75-2/A
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ASTM D1003

ASTM D1003
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- Sl 09
- Sl 09

JUrasl pciaaan

F° 158.0
F° 143.6

JUosl s

F° 145.4

F° 519.8 - 480.2

F°100.4 - 60.8

C° 70.0
C°62.0

% 90.0

% 0.20

C°63.0
to 8.0 hr 6.0
to 271 °C 249

to 38.0 °C 16.0

u..:\-iJl)?
=Sus

So9é

S 9

(Transmittance) ,g; ,gx¢

(Haze) w98

2iul 9 wleMbl
S

03 Sunzr sloo
VS Szl
(w95) 2,9 slos

Jbd sloo

5J'|4a:u}.;o



wlyole g wl,lg waS 0 & Shanghai Susheng Import

sleSiliv Suisgan .Export Co., Ltd

Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China
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