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ASTM D792, ASTM D1505

ISO 1183/D

ASTM D570, ISO 62

ASTM D785
ISO 2039-2
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ASTM D638,
ISO 527-2

ASTM D638,
ISO 527-2

ASTM D882

) | PRVOS RPN

psi 304579.8

psi 7251.9
psi 4061.06
psi 7541.98
psi 7541.98
psi 8557.24
psi 7977.09
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MPa 2100

MPa 50.0
MPa 28.0

MPa 52.0
MPa 52.0
MPa 59.0
MPa 55.0
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g/cm3 1.27

g/cm3 1.27
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ASTM D638
ISO 527-2
ASTM D882

ASTM D790
ISO 178

ISO 178
ASTM D790

ASTM D882

ASTM D1709A

ASTM D1922

ISO 6383-1

ASTM D3985

ASTM F1249

ASTM D1434
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psi 304579.8
psi 290076.0

psi 9862.58
psi 10152.66

mil 9.84

psi 275572.2
psi 275572.2

0z 17.64
oz 14.11

Ibf 3.15
Ibf 3.82

g/100 0.4515
in2/24 hr

% 130
% 100

% 4.0
% 4.0
% 400
% 400

MPa 2100
MPa 2000

MPa 68.0
MPa 70.0

Mm 250

MPa 1900
MPa 1900

g 500
g 400

N 14
N 17

N/mm 36.0
N/mm 36.0

/cm3mm/m?2 10
atm/24 hr

g/m?/24 hr 7.0
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ASTM D2582

ASTM D1938

ASTM D256
ASTM D256
ISO 180/1A
ISO 180/1A

ASTM D4812
ASTM D4812
ASTM D4812
ASTM D4812
ISO 180/1U
ISO 180/1U
ISO 180/1U
ISO 180/1U

ASTM D3763
ASTM D3763
ASTM D3763
ASTM D3763
ISO 6603-2
ISO 6603-2
ISO 6603-2
ISO 6603-2

Ibf 20.91
Ibf 20.91

ft-Ib/in 0.693
ft-lb/in 1.87
ft-Ib/in2 2.0

ft-lb/in? 2.95

/cm3mm/m?2 49

atm/24 hr

N 93
N 93

kN/m 36
kN/m 36

J/m 37
J/m 100
kj/m? 4.2
kJ/m2 6.2
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] 41.0
] 50.0
] 28.0
] 33.0
J 35.0
] 36.0
] 40.0
] 44.0
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ASTM D648

DSC
ASTM D1525
ASTM D696

DSC

ASTM C177
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F° 158.0
F° 147.2

F°176.0

F° 185.0

ASTM D257

ASTM D257

ASTM D149

ASTM D150

ASTM D150

ASTM D495

C° 70.0

C° 64.0

C° 80.0

C° 85.0

5.1E-5 cm/cm/°C

J/kg/°C 1300
J/kg/°C 1760
J/kg/°C 1880
J/kg/°C 1970
J/kg/°C 2050

W/m/K 0.21

1.0E+16 ohms
1.0E+15 ohms-cm

kV/mm 16

2.60
2.40
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(Dissipation Factor) wlaeli w0

5.0E-3
0.020

sec 158
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ASTM D2457

ASTM D1003

ASTM D1003
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108

% 89.0
% 91.0

% 0.80

So9é
XS

(Transmittance) ,gi ,gxc

(Haze) w928

wlyole g wl,lg was i

Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian towol
District, Shanghai 201400, P.R.China

sales@su-jiao.com

www.polymersdata.com

+86-134-2475-5533

(Siss s515) Zhao Yong sl : pulos Joi

& Shanghai Susheng Import

.Export Co., Ltd
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