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ASTM E793 Btu/lb 11.61 kj/kg 27.0 w95 slo,S
ASTM D746 - C° S Sled
DSC F° 26.6 C° 3.00- Slavuain Jlail sleo
ASTM D1525 F° 338.0 C° 170 Vicat Sxiguive s sloo
ASTM D3418 F° 401.0 C° 205 S wgd sl
DsC F° 284.0 C° 140 (DSC) Sus Lol sleo
ASTM D696 - 1.5E-4 cm/cm/°C CLTE
DSC - o9 sle,$

- J/kg/°C 1600
; J/kg/°C 1800
; J/kg/°C 2000
- J/kg/°C 2300
- J/kg/°C 3100
; J/kg/°C 2300
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ASTM D638

ASTM D638

ASTM D638

ASTM D790

ASTM D1043

ASTM D256
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psi 24656.46

psi 2030.53
psi 3190.84

psi 21755.7

psi 134885.34
psi 34809.12

ft-Ib/in 0.7492

MPa 170

MPa 14.0
MPa 22.0

% 38
% 400

MPa 150

MPa 930
MPa 240

J/m 40
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian :,_,»,J
District, Shanghai 201400, P.R.China

sales@su-jiao.com

www.polymersdata.com

+86-134-2475-5533
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