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ASTM D792
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(] xS)J)udUaxJ

w52 silwdyiwl culils
w9> iuw

YL cudlad

oub zh=xiwl slgize

(> auwsS

Sy (S aiuy
oo g/ Sy sl S
S g Al

ool sauaiay

isSals)

LYONN

O g auS |

OigrianS| ined s Sl aiyl 9

odsd O g
iy i S Sl

g/cm?1.13
9/10 min 10
% 0.40

1.2

95
55

I-b.))-!JIS

J sl

sl 0 yvg,

=S 49

u29roi>o JJy9

(MFR) wlio o> Ol 6

ol v

20993 siSun

6)|24:u}.;o



U9
ASTM
D1434

ASTM
D638

ASTM

D638

ASTM
D882

ASTM
D638

ASTM
D882

ASTM
D790

ASTM
D1894

ASTM
D882

ASTM
D1434

ASTM F372

ASTM
D1043
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psi 24656.46

psi 2030.53
psi 3190.84

psi 2030.53
psi 1740.46

psi 21755.7

mil 5.12

psi 26106.84

g/100 in?/24 12.26
hr

psi 134885.34
psi 34809.12

hiLﬂb AR

cm3-mm/m2/atm/24 hr

MPa 170

MPa 14.0
MPa 22.0

MPa 14.0
MPa 12.0

% 38
% 400

%
%

MPa 150

Mm 130

MPa 180

/cm3-mm/m2/atm 130
hr 24

g/m?/24 hr 190

MPa 930
MPa 240
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ASTM E793
ASTM D746
DSC

ASTM D1525
ASTM D3418
DSC

ASTM D696

DSC

ASTM C177
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ASTM D495

ASTM D1004

ft:Ib/in 0.7492

Jlrasl piansnnn

Btu/lb 11.61

F° 26.6
F° 338.0
F° 401.0

F° 284.0

JUosl ciaan

Ibf 78.68

J/m 40

kj/kg 27.0
co

C° 3.00-
C° 170
C° 205
C° 140

9.0E-5 cm/cm/°C

J/kg/°C 1600
J/kg/°C 1800
J/kg/°C 2000
J/kg/°C 2300
J/kg/°C 3100
J/kg/°C 2300

W/m/K 0.19
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. - kV/mm 6.0

- kV/mm 14
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China
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