PolymersData
(TDS) i wleMbol 45)1_ https://www.polymersdata.com/product/eval-evoh-evaltm-m100b/

sales@su-jiao.com

EVAL™ M100B

EVOH Sdis aiand EVAL Europe nv 0xuiSonlgs

ol lo oslel - 59290 Carsio g - o
Jgere wlowiegi I
el 29290 Lol Jo ccuwl (EVOH) JSJI vy olsil Joaxe S EVAL™ M100B

wogas wledbl

i gugy B K e bt =S
- FYOH Jwl
s g gy JUrosl piman S PVOIP STV S5e9
SO 1183 - g/cm?3 1.22 K>
ISO 1133 - (MFR) wlis o> 0Ly 6
- g/10 min 2.2
- 9/10 min 3.8
- 9/10 min 4.9
Internal Method - %mol 24.0 olsil slgize
ISO 2039-2 - 97 Rockwell (sicuw

3J|1o\:u'uo



U9y (ORANLIAR
ISO 527-2 psi 464121.6
ISO 527-2 psi 6526.71
ISO 527-2 -
ISO 178 psi 696182.4
ISO -
14663-2 _
ASTM E96 -
ISO 179 -
/ft:lb 0.9516
in2
ft:lb/in2 1.43
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ISO 11357-2
ISO 306
ISO 11357-3
ISO 11357-3
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F° 140.0
F° 366.8
F° 383.0

F° 334.4

MPa 3200
MPa 45.0
% 14

MPa 4800

/1.0E-3 cm3-mm/m?3/atm
hr 24
/cm3mm/m?/atm 0.042
hr 24
/1.0E-3 cm3-mm/m?3/atm
hr 24
/2.0E-3 cm3-mm/m?/atm
hr 24
/cm3mm/m?2/atm 0.016
hr 24

g-mm/m?2/atm/24 hr 3.4

k)/m2 2.0
k)/m? 3.0

C°60.0
C° 186
C° 195

C° 168
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