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ExxonMobil™ AP3N

PP Homopolymer
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ASTM D1238

ASTM D785

s gug

ISO 527-2/1

ASTM D638
ISO 527-2/50

ASTM D638
ISO 527-2/50

ASTM D790A
ASTM D790B
ISO 178

ISO 179/1eA
ISO 179/1eA
ISO 179/1eA
ISO 179/1eA
ISO 179/1eA

ASTM D256A
ISO 180/1A

JUaasl ciaunan

JUroul puinran

JUrasl pciaaan

psi 245114.22

psi 4177.09
psi 4090.07

psi 214656.24
psi 248014.98
psi 219007.38

ft:Ib/in2 1.71

ft-Ib/in? 1.9
ft-lb/inz 2.14
ft-lb/in? 4.09

ft-Ib/in 1.8
ft-lb/in? 1.81
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g/10 min 10

98

MPa 1690

MPa 28.8
MPa 28.2

% 5.0
% 5.0

MPa 1480
MPa 1710
MPa 1510

kj/m2 3.6
kj/m2 4.0
k)/m2 4.5
kj/m2 8.6

J/m 96
kJ/m2 3.8
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i gu 9y JU ol ciuran
ISO 180/1A ft-lb/inz 2.14
ISO 180/1A f-lbfin 3.95
ASTM D5420 i

i gugy JUroul piaanran
o 5 Fe 237.2
ASTM D648 F°212.0
ISO 75-2/A Fe 253.4
F° 129.2

i ives

kJ/m2 4.5
kJ/m? 8.3

] 18.0

C° 114
C° 100
C° 123
C° 54.0
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian
District, Shanghai 201400, P.R.China

sales@su-jiao.com

www.polymersdata.com

+86-134-2475-5533
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