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psi 203053.2 - 146488.38
psi 224808.9 - 145038.0

psi 24511.42 - 3916.03
psi 7541.98 - 4438.16
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to 2.11 g/cm3 1.68
to 2.12 g/cm?3 2.07
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to 1400 MPa 1010
to 1550 MPa 1000

to 169 MPa 27.0
to 52.0 MPa 30.6
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psi 12400.75 - 5250.38 to 85.5 MPa 36.2
psi 8354.19 - 4931.29 to 57.6 MPa 34.0
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- % to 290 200
ASTM E96 /g/100 in? 0.05031 - 0.001484 /to 0.78 g/m? 0.023 ;_.-i)b'u_ Jlal
hr 24 hr 24
wisl>
ASTM D3418 F°411.8 - 374.0 to 211 °C 190 (DSC) Sy Lol sloo
ASTM C177 - to 0.22 W/m/K 0.20 LNl.)f L,\f.\;...'l..u)
SpnJluuil g S usdl
ASTM D2863 _ % 100 O S| 5 Liw
So9s
A g9 Jlrosl pinmpan Sijio pisasan Sius
ASTM D1003 - % to 1.1 1.0 (Haze) w928

3,12 axan



wlyole g wl,lg waS 0 & Shanghai Susheng Import

sleSiliv Suisgan .Export Co., Ltd

Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China

(Kss o515) Zhao Yong sl tomlei Joiano

sales@su-jiao.com A |

www.polymersdata.com teulbwog

+86-134-2475-5533 ol jon

3J|3o\:u'uo



	Generic PCTFE

