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Generic Acrylic (SMMA)

Acrylic (SMMA) Sdiu aiwd Generic 0xiuSoulgs

wlyole oolol - 9> 90 Caario g - gy

Jgrozre wlawiogs I

0 g0l &LJQ :Q|_9J.C ay aS ._,Jysm ,oLm"J'| aS diiuud ._,Jg.n:.o )J__)Lii.o oM)QUuJ ool> O‘-’-I
ol cu‘|J| Slawu o Lolaal .5|)4 bss o le bl O;_l ilow awwl=e oy srwasids (SMMA)

o

ASTM D792 - to 1.09 g/cm3 1.04 Lo gIae U9
ASTM D1238 - t02.59/10min 0.40  (MFR) wlie ez 0l> €
ASTM D955 - % to 0.41 0.40 (Shrinkage) «Jbd Sarwgo>
ASTM psi 500381.1 - 413358.3 to 3450 2850 pwianiaS J g
D638 MPa

ASTM psi 9398.46 - 725.19 to 64.8 5.00 wwiniaS o Soianl
D638 MPa
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ASTM - % to 21 2.1 oS Jolo 5Ll
D638
ASTM 490228.44 - 262518.78 to 3380 1810 o> Jgio
D790 psi MPa
ASTM psi 14648.84 - 14344.26 to 101 MPa 98.9 waires olSouuwl
D790
ASTM ft-lb/in 0.6368 - 0.2997 to 34 )/m 16 1zod as jso as canglio
D256 ShbheslSa

wisl=

s gu g Jlresl piman S yio @ianiran =Sus
ASTM D643 F° 197.96 - 152.96 t0 92.2 °C 67.2 b e S jaani Slood
ASTM D1525 F°222.8-206.78  to 106 °C 97.1 Vicat Saigaivpe s slos
So94
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ASTM D1003 - % to 92.8 89.0 (Transmittance) ,9s 9+
ASTM D1003 - % to 1.0 0.30 (Haze) w928
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