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GLS Acetal UNO2

Acetal (POM) GLS Polymers
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ASTM psi 9862.58 - 8702.28 to 68.0 MPa 60.0
D638
ASTM - % to 18 12
D638
ASTM 449617.8 - 391602.6 to 3100 2700
D790 psi MPa
ASTM 14503.8-12763.34 to 100 MPa 88.0
D790 .

psi

ASTM ft:lb/in 2.06 - 1.69 to 110 J/m 90
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- psi 14793.88 - 10007.62  to 102 MPa 69.0 S oLias
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