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GLS Acetal VG59

Acetal (POM)
Copolymer
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ASTM

D638

ASTM
D790

ASTM
D790

ASTM
D256
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ASTM D648

psi 9572.51 - 8992.36

609159.6 - 580152.0
psi

12328.23 - 11603.04
psi

ft:Ib/in 1.12 - 0.7492

i | PO R

F° 318.2

to 66.0 MPa 62.0

to 4200 4000
MPa

to 85.0 MPa 80.0

to 60 J/m 40

C° 159
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