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ASTM D792, ISO
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ASTM D1238
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- g/cm3 1.04
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3 (MFR) olis o> 0l 76

- g/10 min 1.5
- g/10 min 19

- wlio o> b= 6

- ¢m3/10min 4.80

cm3/10min 19.0

(MVR)

- (Shrinkage) JLb Srivga>

- % to 0.70 0.40
- % to 0.70 0.40
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ASTM D570, ISO 62
ISO 62

ASTM D785

ISO 2039-1
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ASTM D638, ISO
527-2

ASTM D638, ISO
527-2

ISO 527-2
ASTM D638

ISO 527-2

ASTM D790
ASTM D790, ISO 178

ISO 179

ISO 179

ASTM D256
ASTM D256

psi 14068.69

JUaeul

psi 333587.4

psi 6526.71

psi 333587.4

psi 9427.47

ft-lb/in? 3.81
ft-Ib/in2 10.47

ft-lb/in? 47.58

ft-lb/in? 85.64

ft:Ib/in 1.11

% 1.0
% 0.22

103

MPa 97.0

MPa 2300

MPa 45.0

% 2.6
% 2.6

% 10

MPa 2300

MPa 65.0
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kJ/m? 8.0
kj/m2 22

kJ/m2 100
kJ/m2 180

J/m 59
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ASTM D256
ISO 180/A
ISO 180/A
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ASTM D648
ASTM D648
ISO 75-2/B
ASTM D648
ASTM D648
ISO 75-2/A

ISO 306/A50
ISO 306/B50

ISO 11359-2

DIN 52612
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IEC 60093

ASTM D257
IEC 60093

ASTM D150
IEC 60250
IEC 60250

JL el

ft-lb/in 1.87
ft:Ib/in 5.62

ft-lb/in? 3.81
ft-Ib/in2 12.37

JUresl piarn

F° 195.08
F° 219.2
F° 210.2

F° 172.04

F° 210.02
F° 201.2

Fe 221.0
F° 204.8

s yio
J/m 100
J/m 300

kJ/m2 8.0
kJ/m? 26

C° 90.6
C° 104
C°99.0
C°77.8
C° 98.9
C°94.0

C° 105
C°96.0

- 1.1E-4 cm/cm/°C i 8.0E-5

JUrosl puianran

W/m/K 0.17

- 1.0E+13 ohms

ohms-cm

- 1.0E+15 ohms-cm

2.80
2.90
2.80

S u9

e xni S et sloo

Vicat Sxiguivpe s sl

CLTE

Spadluail 9 S usdl

S 49

wa]a.uu o)"'.g’ wsl.ﬂ.a

o> 0 jug vaoglio

So,illss cals

6J|4o\:u}.;o



SpnJluuil 9 S usdl

IEC 60250 -

Cansi gu gy ) | FEVON RPN
DIN 6167 )
F°176.0

F° 500.0 - 428.0

F° 140.0 - 86.0

(Dissipation Factor) wlali «u o

4.8E-3
7.9E-3

So9s

S io piaira XS

Y113 S vasli

risl,9 wleMbl

S io @iantan XS

C° 80.0 02,8 Sz sles

to 4.0 hr 2.0 VLS Sz gloy

to 260 °C 220 (w95) 2iul,9 sloo

to 60.0 °C 30.0 Jbs sbos

mm/sec 200 G A pan
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian towol

District, Shanghai 201400, P.R.China

sales@su-jiao.com
www.polymersdata.com

+86-134-2475-5533
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