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Internal Method - % t01.41.0
ISO 2039-2 - 75
At N9 Jlel piamun Ko piaaw
ISO 527-2 psi 116030.4 MPa 800
ISO 527-2 psi 3190.84 MPa 22.0
ISO 527-2 - %
ISO 178 psi 108778.5 MPa 750
ISO 178 psi 3625.95 MPa 25.0
1SO 179 -
ft-lb/in? 0.9516 kJ/m? 2.0
ft:lb/in? 3.81 kJ/m2 8.0
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ISO 75-2/B F° 158.0 C°70.0
ISO 306 F° 230.0 C° 110
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China
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