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ASTM D882

mil 0.9843

psi 27557.22
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g/cm3 0.918

g/10 min 2.0

um 25

MPa 190
MPa 200
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ASTM D882

ASTM D882

ASTM D1709A

ASTM D1922
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psi 2755.72
psi 2175.57

oz 3.0

0z 5.64
0z9.17

MPa 19.0
MPa 15.0

% 650
% 600

g 85

g 160
g 260
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian
District, Shanghai 201400, P.R.China
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