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ACRYPET® IR H50
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ASTM D792
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ASTM D648

psi 6106.1
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F° 228.2 C° 109
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian :,_,.U,T

District, Shanghai 201400, P.R.China
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