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NEFTEKHIM ABS 3432
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ASTM D1238 -
ASTM D570 -
ISO 2039-2 _
ASTM D638 psi 6526.71
ASTM D638 -
ASTM D790 psi 340839.3
ASTM D790 psi 10007.62
DIN 53453 ft:lb/in% 4.76
ISO 180 ft-lb/in2 5.23
ASTM D1525 F° 203.0
ASTM D696

ASTM C177

ASTM D648 F° 204.8
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g/10 min
%
% 0.30

109

MPa 45.0
% 20
MPa 2350
MPa 69.0
kJ/m2 10

k)/m? 11

C° 95.0
9.0E-5 cm/cm/°C
W/m/K 0.17

C° 96
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