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NYCOA Polyamide 5013 HS
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psi 783205.2

psi 16244.26

psi 694732.02
psi 22916.0

ft-lb/in 0.899

g/cm3 1.22

% 0.70
% 1.2

% 1.3

122

MPa 5400
MPa 112
% 3.0
MPa 4790
MPa 158

J/m 48
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F° 480.2
F° 449.6

F° 496.4

C° 249
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C° 258
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian 1ol
District, Shanghai 201400, P.R.China

sales@su-jiao.com

www.polymersdata.com

+86-134-2475-5533
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