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ASTM D1505 - g/cm3 0.934
ASTM D1238 - g/10 min 0.40
- %wt
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ASTM D638 }
ﬁgm BZ?: psi 725.19 MPa 5.00
ASTM D882 psi 3770.99 MPa 26.0
ASTM D882 -
ASTM D882 psi 4641.22 MPa 32.0
psi 4786.25 MPa 33.0
ASTM D638 - % 660
ASTM D882 )
ASTM D882
ASTM D882 ) % 460
- % 760
ASTM D882 ;
ASTM D882 psi 7687.01 MPa 53.0
ASTM D882 ,
psi 7977.09 MPa 55.0
ASTM D17098B 0z 15.17 g 430
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