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VALOX™ 8032U resin

SABIC Innovative
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ASTM D792
ISO 1183

ASTM D1238
ISO 1133

Internal Method

ISO 62

ISO 2039-2

ISO 2039-1
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ASTM D638
ISO 527-2/1

ASTM D638
ISO 527-2/5
ASTM D638
ISO 527-2/5

ASTM D638
ISO 527-2/5
ASTM D638
ISO 527-2/5
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psi 15954.18

JUbrasl ciaan

psi 1443128.1
psi 1377861.0

psi 16679.37
psi 21030.51
psi 16679.37
psi 21030.51

g/cm3 1.58
g/cm3 1.53

g/10 min 15

cm3/10min 15.0

% to 0.80 0.40
% to 0.80 0.40
% to 1.0 0.60
% to 1.0 0.60

% 0.16
% 0.050

119

MPa 110

MPa 9950
MPa 9500

MPa 115
MPa 145
MPa 115
MPa 145

% 2.0
% 2.4
% 2.0
% 2.5
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ASTM D790
ISO 178

ISO 178
ASTM D790

Internal Method

ISO 179/1eA

ISO 179/1eU

ASTM D256
ASTM D256
ISO 180/1A
ISO 180/1A
ISO 180/1A

ASTM D4812
ASTM D4812
ISO 180/1U
ISO 180/1U

ASTM D3763

ASTM D648
ISO 75-2/Be
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psi 1225571.1 MPa 8450
psi 1232823.0 MPa 8500

psi 30457.98 MPa 210
psi 23931.27 MPa 165
- mg 30.0
ft:Ib/in2 4.28 kJ/m? 9.0
ft:Ib/in2 4.28 kJ/m2 9.0
ft-lb/inz 19.03 kJ/m? 40
ft-lb/in? 21.41 kJ/m? 45
ft-Ib/in 0.899 J/m 48
ft-Ib/in 1.07 J/m 57
ft-lb/in? 3.81 kJ/m? 8.0
ft-lb/in? 3.81 kJ/m? 8.0
ft:Ib/in? 4.28 kJ/m? 9.0
ft-Ib/in 8.8 J/m 470
ft-lb/in 8.99 J/m 480
ft-lb/in2 19.03 kJ/m? 40
ft-lb/in2 21.41 kJ/m2 45
- ] 8.00
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F° 406.4
F° 422.6
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ASTM D648
ISO 75-2/Ae

ASTM D1525, ISO 306/
A50 11

ASTM D1525, I1SO 306/
B50 12

ISO 306/B120

IEC 60695-10-2

ASTM E831
ISO 11359-2
ASTM E831
ISO 11359-2

JL el
F° 374.0
F° 383.0

F° 428.0
F° 395.6
F° 399.2

C° 190
C° 195

C° 220
C° 202
C° 204

Jss8

- 2.5E-5 cm/cm/°C

- 2.2E-5 cm/cm/°C

7.5E-5 cm/cm/°C

8.1E-5 cm/cm/°C
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IEC 60093

IEC 60093

IEC 60243-1

IEC 60250

IEC 60250

ohms

ohms-cm

kV/mm 27
kV/mm 23
kV/mm 15

3.30
3.30
3.60
3.20
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- 8.0E-4
- 8.0E-4
- 0.013
7 - PLC 2 (CTI) codiadoi ubis, pasbio
IEC 60112 ] V 300
UL 94 - HB (Flame Rating) s uauJlaissl as o
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F° 248.0 - 230.0

F° 140.0 - 104.0

F° 500.0 - 464.0

F° 536.0 - 491.0

F° 536.0 - 500.0

F° 527.0 - 509.0

F° 545.0 - 500.0

F° 230.0 - 140.0

to 120 °C 110

to 6.0 hr 4.0

% 0.020

to 60.0 °C 40.0

to 260 °C 240

to 280 °C 255

to 280 °C 260

to 275 °C 265

to 285 °C 260

to 110 °C 60.0
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	VALOX™ 8032U resin

