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ULTEM™ 2310EPR resin

SABIC Innovative
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ASTM D792, 1SO 1183

ASTM D1238

ISO 1133

Internal Method

ISO 62

ISO 2039-1
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ASTM D638
ISO 527-2/1

ASTM D638
ISO 527-2/5
ASTM D638
ISO 527-2/5

ASTM D638
ISO 527-2/5
ASTM D638
ISO 527-2/5

ASTM D790
ISO 178

psi 23206.08

JUosl piarmn

psi 1244426.04
psi 1302441.24

psi 22916.0
psi 23206.08
psi 22916.0
psi 23206.08

psi 1325647.32
psi 1377861.0

JU sl piansan

g/cm3 1.48
g/10 min 11

cm3/10min 12.0

% to 0.50 0.30
% to 0.60 0.40
% to 0.60 0.40

% 0.90
% 0.50

MPa 160

MPa 8580
MPa 8980

MPa 158
MPa 160
MPa 158
MPa 160

% 2.1
% 2.0
% 2.1
% 2.0

MPa 9140
MPa 9500
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ISO 178
ASTM D790

ISO 179/1eA

ISO 179/1eU

ASTM D256
ISO 180/1A
ISO 180/1A

ASTM D4812
ISO 180/1U
ISO 180/1U

ASTM D3763
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ASTM D648
ASTM D648
ISO 75-2/Bf
ASTM D648
ASTM D648
ISO 75-2/Af

ASTM D1525
ISO 306/B50
ISO 306/B120

JU el pinnin

psi 30457.98
psi 33068.66

ft-lb/in? 4.76
ft-lb/in? 4.76

ft-Ib/in?2 16.65
ft-lb/in? 14.27

ft-lb/in 1.59
ft:Ib/in2 4.76
ft-lb/in? 4.76

ft-lb/in 8.43
ft-lb/in? 16.65
ft-lb/in? 16.65

) | PRVO RPN PRTEI

F° 401.0
F° 406.4
F° 404.6
F° 393.8
F° 401.0
F° 384.8

F° 422.6
F°413.6
F° 417.2

S 9

MPa 210

MPa 228
sl Charpy as o elSouwl

kJ/m? 10

kJ/m? 10
Il g9 Charpy asuo elS>uawl

kJ/m2 35

kJ/m2 30

J/m 85

kJ/m2 10

kJ/m2 10
Ol g 120d as o @ caoglas

J/m 450

kJ/m? 35

kJ/m2 35
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C° 205
C° 208
C° 207
Ce 201
C° 205
C° 196

Vicat oSaiguive i sloo
Ce° 217
C° 212
Ce° 214
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IEC 60695-10-2
ASTM E831

ISO 11359-2

ASTM E831
ISO 11359-2

ISO 8302

Jss8

1.8E-5 cm/cm/°C
1.8E-5 cm/cm/°C
3.0E-5 cm/cm/°C
3.0E-5 cm/cm/°C

W/m/K 0.31
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ASTM D495

UL 746

UL 746

UL 746

UL 746

UL 94
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JUosl pivaran

F° 300.2

PLC 6

PLC 4

PLC 4

PLC 4

PLC 4
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HAI

HVTR

HWI

V-0 (Flame Rating) s_sauJlriil a> o

C° 149

to 6.0 hr 4.0
hr 24

% 0.020

% to 60 40
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F° 750.2 - 629.6
F° 750.2 - 640.4
F° 750.2 - 649.4
F° 750.2 - 649.4
F° 750.2 - 660.2
F° 325.4-275.0

psi 99.93 - 50.04

0.002992 - 0.0009843
in

to 399 °C 332
to 399 °C 338
to 399 °C 343
to 399 °C 343
to 399 °C 349
to 163 °C 135

to 0.689 0.345
MPa

to 70 rpm 40

to 0.076 0.025
mm
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(Back Pressure) caus ,lius
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wlyole g wl,lg waS s & Shanghai Susheng Import
sleSili Sinivganw .Export Co., Ltd

Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian towol

District, Shanghai 201400, P.R.China
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	ULTEM™ 2310EPR resin

