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ULTEM™ foam XP110

SABIC Innovative
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psi 5801.52
psi 304.58

psi 14938.91
psi 246.56

psi 3480.91
psi 203.05

ft:Ib/in? 0.4282
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MPa 40.0
MPa 2.10
MPa 103
MPa 1.70
MPa 24.0
MPa 1.40

k)/m2 0.90

- W/m/K 0.040
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian towol
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