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ULTEM™ STM1700 resin

SABIC Innovative
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ASTM D792, 1SO 1183

ASTM D1238
Internal method
ISO 62

ASTM D2240
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ASTM D638
ISO 527-2/1

ASTM D638
ISO 527-2/50
ASTM D638
ISO 527-2/50

ASTM D638
ISO 527-2/50
ASTM D638
ISO 527-2/50

ASTM D790
ASTM D790
ISO 178

i | PRV R

psi 348091.2
psi 333587.4

psi 8992.36
psi 9862.58
psi 7687.01
psi 8557.24

psi 311831.7
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g/cm3 1.20
g/10 min 7.0
%

% 0.76

80

MPa 2400
MPa 2300

MPa 62.0
MPa 68.0
MPa 53.0
MPa 59.0

% 5.0
% 5.0
% 20
% 15

MPa 2150
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ASTM D790
ISO 178
ASTM D790

ASTM D1044

ISO 34-1

ASTM D256
ISO 180/1A
ISO 180/1A
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ISO 75-2/Bf
ASTM D648

DSC

ISO 306/B120
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ASTM D257
ASTM D257
ASTM D149

ASTM D150
ASTM D150
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psi 311831.7
psi 290076.0

psi 13633.57
psi 14213.72
psi 13633.57

ft-lb/in 3.37
ft-lb/in? 3.81
ft-lb/in? 7.61

MPa 2150
MPa 2000

MPa 94.0
MPa 98.0
MPa 94.0

mg 50.0

kN/m 37

J/m 180
kj/m? 8.0
kj/m? 16
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Fe 327.2
F° 293.0

F° 392.0

F° 356.0
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C° 164
C° 145

C° 200

C° 180
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- ohms
- ohms-cm

- kV/mm 17

- 3.13
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ASTM D150
ASTM D150

ASTM D150
ASTM D150
ASTM D150
ASTM D150

UL 94

ASTM D2863
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3.07
3.04

0.011
6.1E-3
5.4E-3

V-0

% 48
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F° 221.0

C° 105
CO

hr
hr

hr 8.0

% 0.020
% 0.020
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	ULTEM™ STM1700 resin

