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EL-Pro™ P500)

PP Homopolymer
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ASTM D1505

ASTM D1238

ASTM D785
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ASTM D648

ASTM D1525

ASTM D2117
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psi 5264.88
psi 3843.51

psi 234961.56

ft:Ib/in 0.3746
ft-lb/in 0.3746
ft-lb/in 0.5432
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g/cm3 0.910
g/10 min 7.0
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MPa 36.3
MPa 26.5

MPa 1620
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J/m 20
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C° 102
C° 150

C° 163
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