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Toyolac® 125-X82

Toray Resin
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psi 6236.63
psi 6961.82

psi 340839.3
psi 337938.54

psi 10297.7
psi 10442.74

ft-lb/in? 9.52

ft-lb/in 4.68
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F° 183.2
F°181.4

F° 203.0 - 194.0

MPa 43.0
MPa 48.0

% 20
% 33

MPa 2350
MPa 2330

MPa 71.0
MPa 72.0

kJ/m? 20

J/m 250

C° 84.0
C° 83.0

to 95.0 °C 90.0
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