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Toyolac® 532-X02

Toray Resin
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psi 6961.82
psi 7977.09

psi 369846.9
psi 390152.22

psi 10007.62
psi 11458.0

ft-lb/in? 5.71

ft-lb/in 2.25
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F°190.4
F° 181.4

MPa 48.0
MPa 55.0

% 10
% 6.0

MPa 2550
MPa 2690

MPa 69.0
MPa 79.0

kJ/m2 12

J/m 120

C° 88.0
C° 83.0
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