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Toyolac® TP10

Toray Resin
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ISO 1133 - g/10 min 26
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ASTM D638
ISO 527-2

ASTM D638
ISO 527-2

ASTM D790
ISO 178

ASTM D790
ISO 178

ISO 179

ASTM D256
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psi 6671.75
psi 7687.01

psi 313282.08
psi 319083.6

psi 10587.77
psi 10877.85

ft:Ib/in? 6.19

ft-lb/in 1.29
ft-lb/in 3.56

MPa 46.0
MPa 53.0

% 10
% 13

MPa 2160
MPa 2200

MPa 73.0
MPa 75.0
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