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Torayca® A512-X02N3

Toray Resin
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g/cm3 1.52

% 0.80
% 0.20

MPa-m/s 2.9
MPa-m/s 2.0
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psi 15954.18

psi 1363357.2

psi 22625.93

ft-lb/in? 2.24
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mg/hr 0.200
mg/hr 0.500

0.150
0.0600

MPa 110
% 1.5
MPa 9400
MPa 156

k)/m?2 4.7
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