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TOTAL Polyethylene HDPE BM 962
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ASTM D792 - g/cm30.961
ASTM D1238
ASTM D1238 _ g/lO min 2.0
ASTM D1238
g/10 min 55
ASTM - hr 10.0
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ASTM D638 psi 4293.12 MPa 29.6
ASTM D638 - % 500
ASTM D790 psi 189999.78 MPa 1310
ASTM D256 ft:lb/in 5.43 J/m 290
s giugy Jlrosl pimsan S yio Eianiran
ASTM D3418 F° 264.2 C° 129
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