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ASTM D792

ASTM D1895

ASTM D1238, I1SO 1133
ASTM D3123

ASTM D955

ASTM D570
ISO 62

ASTM D785
ISO 2039-2
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ASTM D638, ISO 527-2
ASTM D638, ISO 527-2

ASTM D790, ISO 178

ASTM D256
ISO 180
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ISO 306/A50, ASTM D1525

ASTM D696
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psi 4641.22

psi 333587.4

ft:Ib/in 1.87
ft-Ib/in2 5.71
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g/cm31.04
g/cm3 0.60
g/10 min 3.0
cm 44.0

%

% 0.070
% 0.070
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99

MPa 32.0
% 45

MPa 2300

J/m 100
kj/m2 12

F°212.0

- 9.1E-5 cm/cm/°C

C° 100
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ISO 75-2
ASTM D648
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IEC 60093

ASTM D149
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ohms

kV/mm 150
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