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TOTAL Polypropylene PPC 4663
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psi 188549.4

psi 3625.95
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ft-lb/in? 3.33
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MPa 1300
MPa 25.0
% 7.0

MPa 1200

k)/m2 7.0
k)/m2 20

kJ/m2 5.5
kJ/m? 18
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1SO 306/A50 F° 206.6 C° 147
ISO 306/B50
/ F° 158.0 C° 70.0
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