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ASTM D792

ASTM D955
ASTM D955
ASTM D955

ASTM D570

ASTM D785
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ASTM D638

ASTM D638

ASTM D638

ASTM D790

ASTM D790

ASTM D256
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ASTM D648

ASTM D696
ASTM D696
ASTM D696

JU el pimnn

N | FRVPV RPN
psi 1566410.4

psi 22770.97

psi 1422822.78
psi 29877.83

ft:Ib/in 1.57
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F° 500.0

g/cm3 1.55

% 0.30
% 0.95

% 0.030

120

MPa 10800
MPa 157
% 1.8

MPa 9810
MPa 206

J/m 84

C° 260

9.0E-6 cm/cm/°C
6.9E-5 cm/cm/°C
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ASTM D257 -
ASTM D149 -

ASTM D150 -
ASTM D150
ASTM D150

ASTM D150 -
ASTM D150
ASTM D150

ASTM D495 -
IEC 60112 -

UL 94 -
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1.0E+16 ohms-cm

kV/mm 13

4.00
3.90

1.6E-3
1.3E-3

sec 97.0
V 155

V-0
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian

District, Shanghai 201400, P.R.China

sales@su-jiao.com
www.polymersdata.com

+86-134-2475-5533
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