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ASTM D792

ASTM D955
ASTM D955
ASTM D955

ASTM D570

ASTM D785
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ASTM D638

ASTM D638

ASTM D638

ASTM D790

ASTM D790

ASTM D256
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ASTM D648

ASTM D696
ASTM D696
ASTM D696
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i | PPV RS
psi 2697706.8

psi 29007.6

psi 2132058.6
psi 40610.64

ft-Ib/in 1.74
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F° 500.0

g/cm3 1.75

% 0.20
% 0.85

% 0.020

123

MPa 18600
MPa 200
% 1.6

MPa 14700
MPa 280

J/m 93

C° 260

7.0E-6 cm/cm/°C
6.1E-5 cm/cm/°C
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ASTM D257 -
ASTM D149 -

ASTM D150 -
ASTM D150
ASTM D150

ASTM D150 -
ASTM D150
ASTM D150

ASTM D495 -
IEC 60112 -

UL 94 -
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1.0E+16 ohms-cm

kV/mm 12

3.90
3.80

1.7E-3
1.4E-3

sec 133
V 165

V-0
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Floor 8, Building 2, No.1919 Bazhigiao Road, Nangiao Town, Fengxian

District, Shanghai 201400, P.R.China

sales@su-jiao.com
www.polymersdata.com

+86-134-2475-5533
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