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UBESTA 3030 JI9L
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psi 4351.14

psi 72519.0

psi 3625.95

ft-lb/in? 1.9
ft-lb/in? 42.82

g/cm31.02

g9/10 min 4.0

% 1.4
% 0.60

% 0.70
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MPa 30.0

% 14
% 200

MPa 500

MPa 25.0

kJ/m? 4.0
kJ/m2 90
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